
NORTHWEST LABORATORIES 
of Seattle, incorporated 

ESTABLISHED 1896 

Technical Services for: Industry, Commerce, Legal Profession & Insurance Industry 

FAX: (206) 763-3949 

241 SOUTH HOLDEN STREET 

SEATTLE, WASHINGTON 98108-4359 Telephone: (206) 763-6252 

Repot-t To: Alaskan Copper Date: Januar'y' 3, 1995 

Repot-t On: Asbestos Analysis/Bulk Samples Lab No.: E 66613 

SUBMITTED: 

1 Bulk Samples/Asbestos Analysis 

IDENTIFICATION: 

P.O. # !'137951 

ANALYSIS BY POLARIZED LIGHT/DISPERSION STAINING MICROSCOPY: 

Sample 
No. Asbestos. % 

Othet- Fibrous 
Matet-ials 

Non-F i br-ous 
";!atet- ia 1 s Comments 

1 40~1,,

Chrysotile* 
Cellulose Mortar Friable 

Total Asbestos - 40% 

*Note 1: 

Note 2: 

th 

This Sample Contains Asbestos. Greater than 1% Asbestos 
is Asbestos Containing Material. 

Common Asbestos Forms; Chrysotile~ Most Common Form, 
Amosite, Second Most Common Form. 
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